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ABSTRACT

In the present work, the process parameter dependent optical and structural
properties of MgO-ALO,-ZrO, ternary mixed-composite material have been
investigated. Optical properties were derived from spectrophotometric measurements.
The surface morphology, grain size distributions, crystallographic phases and process
dependent material composition of films have been investigated through the use of
Atomic Force Microscopy (AFM), X-ray diffraction analysis and Energy Dispersive X-
ray (EDX) analysis. EDX analysis made evident the correlation between the optical
constants and the process dependent compositions in the films. It is possible to achieve
environmentally stable amorphous films with high packing density under certain

optimized process conditions.
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Magnesium-aluminum-zirconium oxide amorphous ternary
composite: a dense and stable optical coating

1. Introduction

The post-deposition instability of conventional physical-vapor-deposited,
refractory-oxide-thin-films has persisted as a major obstacle in optical coating
technology.! Precision filters which make use of such films suffer from water vapor
induced spectral shift. In typical electron beam deposited coatings, the root cause of
this undesirable feature is columnar growth structure.! This structure contains void
distributions and grain l;oundaﬂes which allow water vapor to adsorb and desorb from
the film leading to substantial instabilities in optical and mechanical properties. One of
the possible approaches to eliminate such a growth condition is to provide more kinetic
energy to the vapor molecules. This leads to greater mobility during the condensation
process thereby leading to higher packing density.!'4 Alternately, one may mix several
materials in the vapor state to achieve similar results.5 Among the various film growth
structures, it is always preferable to have a amorphous (or glassy) film structure for
better stability and improved optical properties as opposed to the usual polycrystalline
or very rare crystalline structures.®? The amorphous structure is also important in
reducing the bulk scattering losses in the films.® Over the years, such growth conditions
have been achieved by various advanced techniques which include reactive sputtering,
ion beam sputtering (IBS), plasma ion-assisted deposition, etc.8-1! Such techniques are
quite complex and some times difficult to implement for the non-quarterwave coating
design. In recent years, composite films are gaining the attention of researchers
attempting to develop more stable optical coatings. It has been already established that
it is possible to achieve novel film properties by mixing various thin film materials either
during the vapor stage or as a solid solution.!? Since co-deposition techniques require
very high quality process calibration and control, composite materials in solid solutions
are favorable because of the simplified deposition process.!2:13 [t has been reported by
various investigators that it is possible to stabilize the tetragonal or cubic phase in ZrO2
by adding various other refractory oxides which include MgO, CaO, Al203, Y203, etc.14
Some of the binary composites have excellent process modulated index tunability. Our
earlier work on ZrO2MgO binary system has shown a very interesting oxygen dependent
refractive index tunability for the films deposited from the solid solution.!? The majority
of earlier reports on other partially stabilized binary systems have reported

polycrystalline film structures.!> So far, a very limited amount work has been



performed on ternary composite systems. In the present work, we have carried out
extensive investigations on MgO-Al203-ZrO2 ternary system and optimized the process
to highly stable optical coatings. Interestingly, it has been observed that cubic structure
typical to ZrO:MgO system has been completely eliminated by adding the third
component Al2O3 to the solid solution. The films evaporated from the ternary composite
have a highly amorphous structure, which is the most preferable growth condition for
high spectral quality and environmentally stable optical coatings.

2. Earlier Research on Partial Stabilized Zirconia Films

Historically, Zirconia (ZrOz) has played a very important role in optical coating
technology because of its superior properties such as high refractive index, high melting
temperature, hardness, low thermal conductivity, better corrosion resistance, extended
spectral transmission, better compatibility with SiO2 and stability for high power laser
applications.4.16-17 The polymorphic nature of ZrOz is very well known and has been the
subject of many studies. Partially stabilized zirconias (PSZ's) are mostly two-phase
ceramics that have optical and mechanical properties generally superior to those of fully
stabilized bodies. The main advantage of PSZ over fully stabilized zirconia is its low
overall thermal expansion coefficient.!819 [t is possible to stabilize the tetragonal,
monoclinic or cubic phase in the material by adding suitable quantities of various other
refractory oxides to zirconia which include MgO, In203, Y203, CaO, Al20s, Sc203, SnOz,
ZnO, CeO, etc. Very interestingly, some of these refractory oxides have exhibited
extended solid solubility in 2ZrO: yielding very different optical and structural
properties.!2 A variety of structural symmetries can be achieved through the addition
different amounts of stabilizing solutes to the ZrO; host. It has been reported by Qadri
and coworkers that the cubic phase can be conveniently achieved in electron beam co-
evaporated zirconia-zincia thin films.!4 Gilmore and his coworker reported achieving
the tetragonal phase in magnetron sputtered ZrOs-Al2O3 films.20 Tsai and co-worker
reported that the off-axis grown yttria-stabilized-zirconia (YSZ) films exhibit atomically
smooth interfaces.!5 It is generally accepted, however, that the most useful mechanical
properties are obtained by partial stabilization so that, most frequently, a two or three-
phase microstructure results. During earlier investigations, experimenters reported that
the improved properties in partially stabilized zirconia (PSZ) materials were due to the
simultaneous presence of both monoclinic and cubic structures. Subsequently it was
reported that it is possible to achieve a room temperature stable tetragonal phase by
adding a suitable amount of CaO to zirconia.!8 Although the results on binary mixtures

are very interesting and benefited number of technological programs, not much work



has been performed with ternary mixtures. There are a few reports available on
zirconia-magnesia-ceria ternary compositions. Ruff and co-workers have reported some
results on ZrO2-ThO2-Ca0O, ZrO2-ThO2-MgO, ZrO2-BeO-CaO and ZrOz-BeO-CeO3 ternary
systems.2!-22 On the basis of the results presented in these experiments, it is observed
that the melting point of zirconia can be lowered by addition of the third component
CeO2. So far no investigations have been carried out on optical and physical properties
of ternary systems. In the present study we have investigated optical and structural
properties of a very interesting ternary composite, MgO-Al2O3-ZrO2, evaporated from a
solid solution. Earlier investigations report that zirconia can be stabilized to a cubic
phase with the addition of MgO, where as the addition of Al2O03 leads to tetragonal
phase.2° During the present investigation, we have observed that, when both Al2O3 and
MgO are present in the composite, both of the above phases disappear leading to most
desirable amorphous condition. Very interesting non-linear optical and structural
inhomogeneities have been observed in films deposited under various deposition
conditions. It is also possible to obtain very high packing density in the composite
leading to practically negligible air-to-vacuum shift in the spectral characteristics of the
coatings.

3. Experimental Details
The Balzers BAK-760 coating system, optical monitor, and other analytical

equipment used for this experiment has been described elsewhere in detail.!? We
deposited ternary composite films on 25-mm-diameter, 3- to 5- mm-thick optically
polished quartz and BK7 substrates by evaporating optical grade MgO-Alz03-ZrO2 solid
solution typically 99.0% pure (M/s CERAC Inc., supplied, stock number M-1126). A
total of over twenty samples deposited under various process conditions were prepared
for the present optimization study. When a particular parameter was varied, the other
parameters were kept constant at an optimum value to observe the distinct changes in
the optical and structural properties of the film. Energy Dispersive X-ray (EDX) analysis
confirmed the presence of a trace amount of Ca in some of the thin film samples.
During e-beam evaporation from a crucible, this material has a tendency to form
towering structures of 1-2” in height that somewhat resemble stalagmites. One has to
take necessary precaution while using multi-crucible sources for the deposition because
such growths may obstruct the crucible rotation while switching between the materials.
Careful pre-conditioning designed to initially obtain a level, uniform melt sometimes
reduces this undesirable behavior. During this investigation, the pre- and post-

deposition transmittance and reflectance spectra of the films were recorded with the



BALZERS GSM-420 broadband, optical monitor/controller over 350-975nm. Post-
deposition spectral characteristics over an extended wavelength region (200-2000nm)
were recorded using a Perkin-Elmer Lamda-19 UV-vis-NIR spectrophotometer. The
mean optical constants were derived by use of “SPECTR” software developed by
Sahoo.!? This software has a special provision to draw the computer generated
envelopes for the transmittance and reflectance extrema even for the films that have
highly non-linear inhomogeneity.232¢  The semi-quantitative process dependent
compositions of the films were determined by EDX analysis. The Surface morphologies
of selected coatings were investigated using Scanning electron microscopy (SEM).
Surface topography, bearing ratio and power spectral densities of coatings were
analyzed using a Topometrix TMX 2000 series atomic force microscope. Structural
propertiés of the films were investigated using X-ray diffraction analysis carried out on
Rigaku (USA) diffractometer system.

4. Films with Non-linear and Mixed Inhomogeneity

It has been observed during online spectral monitoring of the films under certain
deposition condition that index of refraction varied continuously along the growth
direction in several non-linear fashions. Such non-linear and mixed inhomogeneities
have very interesting effects on overall spectral characteristics of the coatings. We have
already discussed these effects in our earlier investigations on ZrO:MgO binary
system.!2 Most recently, an extensive theoretical analysis has been published by
Tikhanravov et al., on influences of mixed inhomogeneities on the spectral
characteristics of single thin films.25 It is interesting to note that the transmittance
and reflectance extrema in films of this type show considerable modulation which is
very different than in films with linear inhomogeneity. In linear inhomogeneity, the
change in spectral amplitude becomes more prominent for the wavelengths that satisfy
the relationship:25

), =—:._ m=l,2.3 ...... R (1)

where the various notations in this equation are as per the reference-25. In case
n>ns>na, the wavelengths Am corresponds to transmittance maxima (reflectance
minima). In films with non-linear inhomogeneity, the interference extrema modulation
depends on the extent and quality of the non-linear growth. For a weakly absorbing
dielectric film with a functional index inhomogeneity of :(z), the modulation in
reflectance and transmittance amplitudes at normal incidence are given by the following

analytical expressions:
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where the various terms have their meanings as per the reference-25. If the function
7i(z) is smooth so that its derivatives, including higher order terms, can be neglected,
then the above expressions can be assessed more conveniently. In case of highly non-
linear index functions, the computation of amplitudes of spectral modulation is very
complex. These expressions also can be used for films with mixed modes of
inhomogeneity (i.e. mixture of both homogeneous and inhomogeneous growth profiles).
These mixed inhomogeneities are very frequently observed in composite films.!2

In case of our present studies, we observed the most intense modulation to be in
weakly absorbing region of the spectra (i.e. near-UV and UV region). The derivation of
optical constants for such films from spectrophotometric measurements alone is
extremely difficult. Sometimes numerical modeling helps in getting a starting solution
for the computation. Fortunately the interference peak positions are very weakly
affected by changes in index inhomogeneities.26.27 As a result, it is possible to compute
the mean refractive index from the order of the peaks, peak positions and physical
thickness as described by our earlier work. In such case, information from quartz
crystal data, on-line optical monitoring values and thickness of the films measured by
an independent technique appreciably improves the computational accuracy. Also, it is
known that for a film with small inhomogeneity, the best fit with a homogeneous film
model is obtained with a refractive index that is close to the geometrical mean of the
refractive index values at the physical boundaries (i.e. the top and bottom) of the
inhomogeneous film.2> Computation of mean optical constants for non-linear
inhomogeneous films has been discussed extensively in our earlier work on ZrO2MgO
binary composite films.1? The same procedure has been adopted to derive optical
constants of the present ternary films. The modulated experimental reflectance and
transmittance of two non-linear inhomogeneous films have been depicted in Fig.1 and
Fig. 2. It is also observed that it is possible to obtain fairly homogeneous growth
structure under ambient as well as higher substrate temperature as shown in Fig.3. It
is observed that the mean refractive indexes of the films (nm) follow a four-parameter
Cauchy dispersion equation as follows:

n,(A)=a, +F+F+F (4)



where ai, az, asz and a4 are the coefficients for fitting. In Table-1, Cauchy coefficients
for the films deposited under various substrate temperature (same rate and oxygen
pressure) have been presented. The mean extinction coefficients (k,) of these films

follow a four-parameter logistic dispersion equation as follows:

k()= ——— . (5)
[1+(2/e)'] -

In this equation, the parameter a is the asymptotic maximum, b is the slope parameter,

¢ is the value at inflexion point of the curve and d is a symmetry parameter. The values

of the coefficients for the films deposited under varying substrate temperature are given
in Table-2. -

5. Effect of Substrate Temperature

Substrate temperature has a very prominent effect on optical constants as well
as structural properties in this composite. The films grown under ambient conditions
show a fairly homogeneous growth structure. It is worth mentioning that even at
ambient conditions the films have very high packing densities. The pre- and post-
deposition transmittance characteristic of one such film is depicted in Fig. 4, where it
can easily be seen that there is infinitesimal air-to-vacuum shift. The films are fairly
homogeneous at the two extreme experimental temperatures as shown in Fig. 3. The
rates and oxygen pressures were maintained at 0.4 nm/s and base pressure,
respectively, as the substrate temperature was varied. At all other temperatures, non-
linear inhomogeneity was the dominant growth structure and this is evident in the
transmittance and reflectance spectra. In Fig. 1 and Fig. 2, such a behavior is depicted
for two different substrate temperatures and oxygen pressures. The films grown at
ambient temperature have the minimum index as shown in Fig. 5. When the substrate
temperature was increased from ambient to 125 °C, the corresponding refractive index
increased from 1.68 to ~1.86 @ A=600nm and then decreased to 1.78 with the further
increase of temperature to 175 °C. When the temperature is increased beyond 175 °C,
the refractive index value improved and it approached saturation above 237 °C. This
interesting behavior is most likely due to temperature dependent compositional changes
in the films, which are clearly evident in the EDX analysis. The mean extinction
coefficients also have shown a similar behavior. There is a remarkable improvement in
these coefficients in the temperature ranges between 150 to 200 °C as shown in Fig. 6.

Excluding the dip in the curve, the variation in refractive index as a function of

substrate temperature approximately follows the trend one might expect for



conventional dielectrics. Typically, the refractive index monotonically improves as
temperature increases, up to an optimal value, due to higher mobility that leads to
better packing density and improved order in the film.! Extinction coefficients typically
improve with higher substrate temperatures, once again up to a limiting maximum
temperature. Crystallographic, structural, and compositional changes, however, may

alter the conventional trends.

6. Effect of Rate of Evaporation

Rate has a very distinct influence on optical constants as well as structural
properties of the composite films under present investigation. As it is well known, the
amount of kinetic enefg/ that the vapor atoms carry after leaving the source is
dependent upon the rate of deposition.!¢ This influences the mobility of the atoms
during nucleation and growth of the films on the substrate. During the rate variation,
the substrates’ temperatures and oxygen pressures were maintained constant at 162 °C
and 1x10* mbar respectively. It is observed that the rate of evaporation has an
optimum value that leads to the improved and favorable optical constants. We found
this value to be 1 nm/s for our present set of conditions. Further increases in the rate
deteriorated the index value appreciably, as shown in the Fig. 7. Similar trend was also
observed for the mean extinction coefficients. The extinction coefficient values became
higher for the fillms deposited rate more than lnm/s, as depicted in Fig. 8. Such
behavior can be attributed to various compositional changes that occur due to the
dynamics of the nucleation and growth process under different rates of deposition.

In conventional films, both refractive indices typically improve monotonically to
optimum values (higher refractive index and lower extinction coefficient) as rate
increases to an optimum value due to improved vapor energy and mobility. Beyond an
optimum rate, incomplete relaxation occurs along with trapping of gases in voids
leading to decreased index and higher roughness.! In the present ternary films, the
refractive index follows this trend, whereas the extinction coefficient remains

consistently low except at the fastest rate.

7. Effect of Oxygen Pressure

Oxygen pressure also has a very pronounced effect on the films growth
conditions. During variation of oxygen pressure, the substrates’ temperatures and
deposition rates were maintained at 162 °C and 0.4 nm/s respectively. The optical

constants showed an optimum value for the films deposited at 5x10-5 mbar as shown in



the Fig. 9. On both side of this value the index shows a downward trend. The slope for
mean refractive index above 3x10#4 mbar is steeper compared to that of lower oxygen
values. It is interesting to note that the oxygen enrichment factor is not as high as in
the case of binary composites.2® The extinction coefficients increase in value at higher
oxygen pressure, especially for the films deposited above 3x104 mbar as depicted in
Fig. 10. It is interesting to note from the EDX results that relative amount of Zr in the
films became higher than Al at higher oxygen pressures above 6x104 mbar. This might
be due to a relatively longer mean free path for the higher atomic mass Zr material in
the oxygen or perhaps to a superior accommodation coefficient of Zr under higher
oxygen pressure.12

With reactive evaporation of most dielectric oxides, both refractive indices
typically improve monotonically to optimum values (higher refractive index and lower
extinction coefficient) as oxygen pressure increases to an optimum value due to
improved oxidation of the film.materials.! Beyond an optimum pressure, the energy of
impinging material declines as the mean free path declines. In addition, excessive
trapping of gases in voids occurs. Once again these effects lead to decreased index and
higher roughness. In the present ternary films, the refractive index follows this trend,
whereas the extinction coefficient remains consistently low except at the higher

Pressures.

8. Atomic Force Microscope (AFM) Analysis

We have used atomic force microscopy to investigate the surface topography
both qualitatively and quantitatively. The equipment used for this investigation is a
Topometrix TMX 2000 series Explorer AFM. The probes used for the scans are the
standard triangular cantilever types (AFM tips-1520) with a typical spring constant of
0.032 N/m. The surface morphology of a film deposited with a substrate temperature of
162 °C, deposition rate of 1 nm/s and oxygen pressure of 2x10% mbar is depicted in
Fig. 11. The power spectral density (PSD) function resulting from topographic
measurements provide much qualitative information on the surface profile and grain
structure in thin films. It is well known in topographic analysis that the roughness is
proportional to the area under the curve for each PSD plot.2® The evolution of
roughness can be very well described based on the transitions in PSD plots. The
statistical PSD function (P(k)) is defined as the square of the magnitude of the Fourier

transform of the surface profile; it provides pertinent information concerning the
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amplitude of the surface features as a function of lateral spatial frequency. From a line
height profile Z(x), the P(k) function is derived as?°

1 i27kx 2 2
P(k)="Ede.e .Z(x) in units of A'um, (6)

where L is the scan length in um, Z{x) the line height profile in A and k the spatjail
frequency in um. The bearing ratio, which is defined as the percentage of total data
appearing above the selected Z-height, also helps in presenting the distribution of
various sizes of grains in the sample. The temperature, rate and oxygen pressure
dependent PSD function and bearing ratio (BR} plots are depicted in the Figs. 12-17. It

can be seen from Fig. 12, that the grain size and surface roughness is the highest for

the films deposited at a substrate temperature of 175 °C. The films deposited at highest
substrate temperature have shown the lowest surface roughness as well as smaller
grain size. But like refractive index plots, the temperature dependent roughness also
has shown a very interesting médulative effect between 125-190 °C. The films deposited
at both the highest and lowest rates of evaporation have shown higher roughness values
as compared with intermediate rates of deposition. Films deposited between 0.6-1.0
nm/s have the minimum roughness, as shown in the Fig. 13. The films deposited
under base pressure have smoother surface profiles that those deposited at high oxygen
pressure, as depicted in the Fig. 14. Films deposited at 8x10* mbar have very high
roughness values. Bearing ratio plots for the films deposited under different process
parameters have been depicted in Figs. 15-17. The BR plot for the film deposited under
our highest experimental oxygen pressure are most distinctive, indicative of a very

rough surface.

9. X-ray Diffraction Analysis

X-ray diffraction measurements were carried out on a Rigaku (USA)
diffractometer with Cu(K,) (A=1.5418 A) radiation. The angular resolution was .02° for
each sample. Since the films were deposited on quartz as well as BK7 substrates, the
short-range order of SiO: contributes to the background structure, especially in the
lower 26 region. Diffraction spectra from most of the samples have shown completely
amorphous structure. Films grown at higher deposition rates and lower oxygen
pressure, however, show an extremely weak tetragonal phase as depicted in the Fig. 18.
The films deposited at both ambient and at the highest experimental temperatures are
the most completely amorphous, as shown in the Fig. 19. This characteristic is most
likely due to the presence of higher relative quantities of Al2O3 in the sample. Earlier

works by Glimore and co-worker on ZrO2+Al203 composite have indicated amorphous
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structure in their reactive magnetron sputtered films.2° The phase diagram of zirconia
and alumina has been reported to be of eutectic type with a very low solid phase
solubility factor.2© It is also reported that it is possible to convert the amorphous
structures to a stable tetragonal phase with suitable post-annealing. Our experiments
have shown that the rate of evaporation has more prominent effect on the
crystallographic phase as compared to substrate temperature and oxygen pressure as

shown in Fig. 18.

10. Compositional Analysis by Energy-Dispersive X-Ray (EDX)

In order to detex_’mihe the cause of large variation in the optical constants in
films prepared under varied deposition conditions, we tried to investigate the variation
in composition in the samples. Other investigators have pointed out that the relative
amounts of either AloO3 or MgQ in binary solution with ZrO: substantially affects the
optical and structural propertfes. In order to measure the relative amount of Zr, Al, Mg
and O:2 in our samples, we performed relative compositional analysis using the energy
dispersive X-ray (EDX) feature available in a 4Pi Environmental Scanning Electron
Microscope, model Spectral Engine-II. The electron beam energy used was 10 KeV with
a Detector resolution of 145 eV. The carbon peak at 0.25KeV is the usual peak
associated with hydrocarbon contamination nearly always present on samples
introduced from the laboratory environments. Most of the films have shown the
presence of a trace amount of Ca in the samples (also indicated by the supplier). A
typical EDX spectrum, shown for the film deposited at substrate temperature of 188 °C,
rate 0.4 nm/s and without additional oxygen, is depicted in Fig. 20. Comparisons
between the material composition and optical constants in films deposited under
varying process conditions reveal very interesting, but complex, relationships. The
relative amount of Zr in the composite films varied drastically as a function of oxygen
pressure in a non-systematic fashion as shown in Fig. 21. The lowest index occurs at
the highest oxygen pressure where Zr content reaches a maximum; however, the lowest
Zr content does not correspond to the highest index value. Regarding variations in
composition as a function of deposition rate, the largest compositional variation occurs
at the minimum deposition rate value of 4 nm/s (Fig. 22). At this value, the relative
amount of Zr is drastically lower and Mg is slightly higher, whereas the index of
refraction is rather low. At other deposition rate values, there is minimal variation in
composition with moderate change in index. EDX analysis of the films deposited with
various substrate temperatures (Fig. 23) have clearly indicated the relative increase in

Zr content with the temperature except at our highest experimental temperature. There

12



is some complex modulation of the relative composition of Mg and Oz as a function of
temperature. Overall, it is difficult to establish any suitable functional dependence
between the compositions and mean optical constants. This is, most probably, due to
very complex growth structure of the ternary composite film involving four elements (Zr,
Al, Mg and O:) that are affected by the dynamics of the nucleation process on the

substrate surface.

11. Metal Dielectric Spectral Selective Solar Filter

Using this composite material, we have been able to start development of a
highly stable pre-filter coating for a solar vector magnetograph instrument. It is well
known the most populér metals like Ag, Au and Al have better film properties when
deposited under ambient conditions. Metallic films mostly carry a tensile stress.3! When
combined with dielectrics, one has to use a dielectric with compressive stress or very
low tensile stress in order to develop stable multilayer metal-dielectric filters, especially
when number of metal layers is high in the device. Most conventional dielectrics have
very inferior optical properties when deposited under ambient conditions. Most of the
time, the post-deposition behavior is very unstable in devices that make use of such
dielectrics. The Mg0-Al203-ZrO2 ternary composite used in this study has excellent
optical and mechanical properties even under ambient conditions. Because of overall
low residual stress, it is an ideal material for developing metal-dielectric filter. The high
packing density of the films even at ambient conditions makes the post-deposition
spectral characteristic very stable as is evident in comparisons between the
measurements in air and vacuum. In Figs. 24 and 25, we have shown the experimental
spectral characteristics of two different developmental metal-dielectric filters measured
in air as well as vacuum. The typical design for these filters (Fig. 25) is as follows:

Sub. (72.48T 15.77M 132.33T 15.55M 432.48T 14.66M 134.12T 23.93M 727.71T 13.03M 78.77T) Air,
where T is the ternary composite layer and M is the silver layer. All the design
thicknesses are given in nm (physical thickness). Silver thicknesses in this design are
constrained to remain more than a critical thickness in order to avoid island growth and

the high stress regions.3?

12. Conclusion

The process parameter dependent optical and structural properties of MgO-
Al203-ZrQ2 ternary composite films have been investigated in detail. A highly stable,

stress-free, amorphous structure has been achieved in these films ideal for development
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of environmentally stable optical coatings. The stress-free feature has enabled
development of stable, precision metal-dielectric multilayer filters. This composite also
has very interesting non-linear inhomogeneous properties as is evident in the
transmittance and reflectance spectra. It may be possible to make use of such behavior
to develop rugate filters. It is also possible to achieve the homogeneous growth
conditions, which can be utilized in development of conventional optical coétings. It is
difficult at this point to establish a suitable functional dependence between various
elementary compositions and optical properties of the ternary film. Such an
understanding may be possible with more complex on-line analysis and modeling of the

deposition-parameter-dependent-nucleation process in these films.
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Table - 1

Sub. Temp | Coefficient Coefficient Coefficient Coefficient
in OC ‘Al’ ‘AZ, ‘AB’ ‘A.4’
x 10°* x 10°
Ambient 1.6639 9.1580 1.87400 1.5543
125 1.8311 8.8842 x 107 3.68780 2.1931
150 1.8017 0.6229 0.60306 2.4575
162 1.7620 12.9887 0.99827 2.0248
175 1.7665 1.8587 0.44437 2.5131
188 1.8198 3.18 x 107 2.86700 2.8272
200 1.8451 5312x 107 2.4668 2.4521
237 1.8539 1.65 x 10° 5.7580 1.9179




Table - 2

Sub. Temp | Coefficient Coefficient Coefficient Coefficient
in °C ‘a’ ‘b’ ‘c’ ‘d’
Ambient 8.1092 3.6645 17.3481 0.8219
125 3.4537 3.3418 15.6766 0.7524
150 1.3125x10° 8.8949 86.7913 1.9691
162 2368.7891 , 6.6936 61.8524 1.4898
175 4827.6977 7.4023 75.2108 1.6514
188 8.0857x10° 8.9568 92.0650 2.0001
200 372.6082 6.0526 59.3817 1.3480
237 4.6715 3.7362 31.7223 0.8296




Caption to Tables

Table 1: Cauchy coefficients for the films deposited under the same rate of deposition

(0.4 nm/s) and with no additional oxygen, but with varying substrate temperatures.

Table 2: Logistic coefficients for the films deposited under the same rate of deposition

(0.4 nm/s) and with no additional oxygen, but with varying substrate temperatures.



Fig. 1:

Fig. 2:

Fig. 3:

Fig. 4:

Fig. 5:

Fig. 6:

Caption to Figures

Transmittance and Reflectance characteristics of the experimental films deposited
under substrate temperature of 200 °C, rate 0.4 nm/s and base value of oxygen
pressure. Interference peaks in the lower end of the spectra have been considerably

modulated because of structural non-linear inhomogeneity.

Transmittance and Reflectance characteristics of the experimental films deposited
under substrate temperature of 162 °C, rate 0.4 nm/s and oxygen pressure of
5x10°° mbar. Interference peaks in the lower end of the spectra have also been
considerably modulated because of structural non-linear inhomogeneity at this

process condition.

Transmittance and Reflectance characteristics of the experimental films deposited
under two extreme experimental substrate temperatures (ambient and 237 °C), rate
0.4 nm/s and base pressure of oxygen. Dispersive behavior in interference peaks
clearly indicates the absence of non-linear inhomogeneity. On-line optical

monitoring has indicated a fairly homogeneous growth at these conditions.

Experimental characteristics of an as deposited film measured in air as well as
vacuum. Spectral characteristics have shown almost negligible transition between

both the measurements.

Spectral variation of mean refractive index with respect to the substrate temperature.
The rates and oxygen pressures were maintained at 0.4 nm/s and base value

respectively.

Spectral variation of mean extinction coefficient with respect to the substrate
temperature. The rates and oxygen pressures were maintained at 0.4 nm/s and base

value respectively



Fig. 7:

Fig.

8:

Fig. 9:

Fig.

Fig.

Fig.

Fig.

Fig.

Fig.

Fig.

Fig.

10:

11:

12:

13:

14:

15:

16:

17:

Spectral variation of mean refractive index with respect to the rate of deposition. The
substrates’ temperatures and oxygen pressures were maintained at 162 °C and 1x10™

mbar respectively.

Spectral variation of mean extinction coefficient with respect to the rate of
deposition. The substrates’ temperatures and oxygen pressures were maintained at
162 °C and 1x10™* mbar respectively.

Spectral variation of mean refractive index with respect to the oxygen pressure. The
rates and substrate temperatures were maintained at 0.4 nm/s and 162 °C
respectively.

Spectral variation of mean extinction coefficient with respect to the oxygen pressure.
The rates and substrate temperatures were maintained at 0.4 nm/s and 162 °C
respectively.

Surface topography of a composite film deposited under optimum rate of deposition.

Power Spectral Densities (PSDs) and surface roughness of the films deposited under

various substrate temperatures.

Power Spectral Densities (PSDs) and surface roughness of the films deposited under

various rates of deposition.

Power Spectral Densities (PSDs) and surface roughness of the films deposited under

various oxygen pressures.
Bearing Ratio plots for the films deposited under various substrate temperatures.
Bearing Ratio plots for the films deposited under various rates of deposition.

Bearing Ratio plots for the films deposited under various oxygen pressures.



Fig. 18:

Fig. 19:

Fig. 20:

Fig. 21:

Fig. 22:

Fig. 23:

Fig. 24:

Fig. 25:

X-ray diffraction peaks of the films deposited under various deposition rates and
oxygen pressures. Some of the films have shown an extremely weak tetragonal

structure.

X-ray diffraction analysis of the films deposited under different substrate

temperatures.

A typical EDX analysis spectrum of a film deposited under substrate temperature

188 °C, rate 0.4 nny/s and without any additional oxygen.

EDX analyses of the films showing oxygen pressure dependent composition and

mean refractive index values.

EDX analyses of the films showing rate dependent composition and mean refractive

index values.

EDX analyses of the films showing substrate temperature dependent composition

and mean refractive index values.

Experimental spectral characteristic of a metal dielectric filter using Ag and the

ternary composite,

Experimental spectral characteristic of a metal dielectric filter using Ag and the

ternary composite,



Transmittance/Reflectance

100

90

80

70

60

50

40

30

20

10

0

E ik . TS

ol Transmittance

E Iy i’"'L'"’i . .

- LR Non-linear Inhomogeneity

5 | s55 | Temperature=200 °C

- | S5 Rate=0.4 nm/s

- RN Oxygen Pressure=Base value

- | S$85 |

- i “gg i

a0 1 580

N g T '\._._jl‘._-_-l

E‘ “ \“\

" Reflectance

. N s ST S e S R— S ----------------- R el TP
-I | . | l L1 1.1 l L.l 1 1 l 111 I L1 1 1 I L0 11 I L1 1 1 l L1 11 I L 1 1 l 1
200 400 600 800 1000 1200 1400 1600 1800 2000

Wavelength (nm)



Transmittance/Reflectance

100

90

80

70

60

50

40

30

20

10

0

\n

IIlllllllllllllllllI]llllllllllllllllllllllll

Strong Modulation of

Reflectance and Transmittance extrema
due fo Non-linear Inhomogenaeity

Cd
o
-

Transmittance

Non-linear Inhomogeneity

Temperature=162 °C
Rate=0.4 nm/s

Oxygen Pressure=5x10" mbar

. Reflectance
_:_1 ...................................... S e e e L ——————— P
-l 1 |1 [} i l 1 1 | | 1 l 1 i 1 1 I [ ] [ ] | | 1 l § 1 | 1 1 I 1.1 1 1 I [] [l [ ] 1 l 1 1 [ ] 1 I | | [ § [] I 1
200 400 600 800 1000 1200 1400 1600 1800 2000

Wavelength (nm)



Transmittance/Reflectance

100

20 F

a0 | I
[ N PR

70 B !!" \‘,—”” ! QE_J ° g:
B : < 5l Fairly Homogeneous conditions

60 |- 4 K] E: (a) : T=Ambient, R=0.4 nm/s, O,=Base Pressure
- 1; i S g =
L i i"é’ = ;: (b) : T=237 °C, R=0.4 nmy/s, O,=Base Pressure
= i y D =

50 _—% : s § £ (c) : Substrate Transmittance
- b i: 2 sl (d) : Substrate Reflectance
5 e 5 =

40 |5 & gl
L~ S o &

30, Thw.. 12798 (b)

20 | /

10 |

oF

200 400 600 800 1000 1200 1400 1600 1800
Wavelength (nm)



Transmittance (%)

100

90

80

70

60

50

40

30

E )

N P AR e e e e ———— C
PR
. ~ __—

C \\

s \(a)

- Air-to-vacuum Shift

- T=Ambient, R=0.4nm/s, No Oxygen

- (a); === Measured in Vacuum

- (b): Measured in Air

- (c): =====-- Substrate Transmittance

- (Sub.: BALZERS BK?)

:IIII Illlillll . | llllillllillllillllillll 1 11 L 11l Li 1.1 L1

350 400 450 500 550 600 650 700 750 800 850 900 950

Wavelength (nm)




Mean Refractive Index

Mean Refractive Index (n)

2.1

— [\
© o
1 1 I ] 1 1 i l ] 1 1 i I 1 1 ] ] l 1 1 1 1

-
(0o

PN
~

@ A =600nm

i ¥ T T l ! I 1 T l i 1 1 1 I T T I T l T J i T
'

0 50 100 150 200 250

Substrate Temperature (°C) .

Temperature Effect
(a) : Ambient (e):175°C
(b) :125°C (f) :188 °°C
(c) :150 °C (9) :200 °C
(d) :162°C (h) :237 °C

lllll]l]llllllllll]lI|ll|lll[l[llll]ll

200 400 600 800 1000 1200 1400 1600
Wavelength (nm)



6e-4
5e-4
4e-4
3e-4
2e-4
1e-4
Oe+0

Mean Extinction Coeficient (k)

1.2e-2

-
o
P

\]

8.0e-3

6.0e-3

4.0e-3

Mean Extinction Coefficient (k)

2.0e-3

0.0e+0

llllIllIlIllll[llll[llllllllllllll

@ A =600nm °

T

o

T 1 i l 1 1 T T I T T T T l T T T T I 1 T 1 1

50 100 150 200 250
Substrate Temperature (°C) .

IIllIlllllllllllllllllllllllll

Effect of Substrate Temperature

(a) :Ambient (e):125°C
(b) :150 °C (f):162°C
(c):175°C (g):188°C
(d) :200 °C (h) :237 °C

|llIIIIIIIIIIIII|I|IIIIIIIIIIIIIIIIIIIII

200

400 600 800 1000 1200 1400 1600 1800
Wavelength (nm)



Mean Refractive Index

Mean Refractive Index (n)

1.87

1.86 -

1.85
1.84
1.83
1.82
1.81

2.10

no
o
a

g
o
o

—
O
&)

—_
(o]
o

—
o0
6]

-
o]
o

1l

—
-t
—
-

-4

@ A =600nm

T T I T T 1

0.4

¥ I 1 1 1 ) ] I I T T I T T T ¥

0.6

0.8
Rate (nm/sec)

10

1.2

IJJJLllllll]lllllllllllllllllll

Rate Effect

(a) :0.4 nm/s
(b) :0.6 nm/s

(c) :0.8 nm/s
(d) :1.0 nm/s
(e):1.2nm/s

I1II1I1IIlllllllllfllll[l]lllllllll[l

200

400

600

800 1000
Wavelength (nm)

1200

1400

1600



Mean Extinction Coefficient (k)

1.0e-2

0
o
?
&

6.0e-3

4.0e-3

2.0e-3

0.0e+0

llllllllllllllllllllllllllllJ

@ A =600nm

@

T T I T

0.4

T T T I T T T T I T T T T ] T T T T l 1 T

0.6 1.0 1.2

0.8
Rate (nm/sec)

l 1 1 | 1 l 1t 1 1 l L1 1 1 I ] Pt 1 l ) SRS WU |

Rate Effect
(a) :0.4nm/s
(b) :0.6nm/s

(c) :0.8nm/s
(d) :1.0nm/s
(e) :1.2nm/s

e ——
T et — o— —— ——

200

ﬁI‘[]l]lllllllllllllllllIl'IlI|Ill|ll

400

600 800 1000 1200 1400 1600
Wavelength (nm)



Mean Refractive Index

Mean Refractive Index (n)

- = o o no
o ¢] (o} o - N
llIllllllllll]llllllllJLJllll

-t
N

—
»

@ A =600nm

llllllllllllllJlLJllJl

IIII T T ]Tlllll 1 T L L
'

1.0e-5 1.0e- 1.0e-3
Oxygen Pressure (mbar) .

Oxygen Effect

(a) :Base Pressure
(b) :5x10° mbar
(c) :1x10™* mbar
(d) :3x10™* mbar

(e) :6x10™ mbar
(f) :8x10* mbar

---b

]I1ll|IlllllllI[IIIIITIIllllll]|lll]llll|llll

200 400 600 800 1000 1200 1400 1600 1800 2000
Wavelength (nm)



Mean Extinction Coefficient (k)

Mean Extinction Coefficient

8.0e-3

7.0e-3

6.0e-3

5.0e-3

4.0e-3

3.0e-3

2.0e-3

1.0e-3

0.0e+0

llIlllllllllllllllllllllll

@ A =600nm

T

TTTTTT l

1.0e-5

1 T T Illlllllllllll i T T 1 T T T TTTTTITTOT

Oxygen préskiie (mbar) - 1.0e-3

LllllIlIlIlJlll[JllJlllllllJJllllllllJlJ

"\

Effect Of Oxygen Pressure
(a) :Ambient (b) :5x10°mbar
(c) :1x10™*mbar (d) :3x10™*mbar
(e) :6x10*mbar (f) :8x10“mbar

o \{¢

.
~
d ~-
-
_____ - —— . o
Py e 3. Py o

IIII

200

I1llllllllIllIlIIIllIIIllI‘l’TlIIIITII

400 600 800 1000 1200 1400 1600 1800
Wavelength (nm)



Area Ra=1.0389 nm
Area RMS=1.3019 nm
Average Height=9.2630 nm
(Temp=162C, R=1.0nm/s, Oxy=1.0e-4mbar)

19.34 nm

9.67 nm

O nm
10 um

10 ym

0 um



_llr... ] 1 I llllll | 1 | llllll )

) B Illlll

T

—
o
N

—
<,

Power Spectral Density
o

Temperature Effect
() ===== Ambient

(b) ===== 125°C
(c) = 150°C
(d) —— 162°C
(e) 175°C

(f)=--— 188°C
(g) ===-= 200°C
(h) ——237°C

Local Defects

5-
T 4
- 7] 4 3
- [ 4 -
. 2 34 -
= £ h -
S ]
L 2 1 o
Q r
. € 2 -
o ]
= ]
- i —
= @ 11 3
: al_’ i -
- <] =
_ r—rrr————————— ]
B 50 100 150 200 250 i
Temperature (°C)
I' ] | 1 1 1 L1 ll 1 1 ] [ 1 ] [ II | ]

Spatial Frequency (k) (um™)

Ll Illllll L1 Illllll 1




102

Power Spectral Density
o

G
: ~’c ------------------------ ~ :
- e, ~8 Rate Effect .
t 7 ‘i “1
C .:,.:ci ''''''' “-\'~ (@) 0.4nm/s .
- ‘e
i e ) \ (b) ====== 0.6nm/s -
Sey, e ~,
_ b.' ..... - . (c) 0.8nm/s -
= N % (d) 1.0nm/s 3
- K X hS (e) 1.2nm/s ]
L 4.0 -
,E«a.sq;
— £ ] -
2 3.0 3
- - 1 -
p— £ e -
[ 2251 i
o 1
L @ ] A
] ]
2 2.0
- p —
E 8 1.5 3
L < ] o) .
C 1.0 L "Q“ .
0.4 0.6 0.8 1.0 1.2 ow |
i Rate (nm/s) 7
11 ll 1 1 [} 1 1 L1 1 I 1 1 1 1 L1 l

0.1

1
Spatial Frequency (k) (um™)



Power Spectral Density

A
A Y
\
», N
»,
iy, N
~1,,':', A Y .
2,
oS
€. iy, S
."-.. R . d ~
e, ':'~ ~
':. S ..: -~
~ee

)]

(3]
1

H
1

w
1

N
1

Area RMS Roughness (nm)

-

Oxygen Pressure (mbar)

i | 1 1 1 1

Oxygen Effect

(a) Ambient

(b) ====== 5x1075mbar

(c) 1x10*mbar
" (d) 3x10*mbar

(e)===-- 6x10*mbar

(f)= == 8x10™*mbar

1 IJllIll L 1111l

Spatial Frequency (k) (um™)



Bearing Ratio (%)

100

80

60

40

20

1

lllllllllllllllllllllllllllflllllllllllllllllllll

..............................................................................................

RN Temperature Effect

RO U (@) Ambient
. 3 : : AT | (b) —— 125C
o R (©) 150C
_______________ R i T e e e Pt s I oo
3 ()= =~ 175C
Voo (f)===-- 188C
] : : s X el (g) —-—- 200C

AAAAAAAAAAAAAA P a2 | () —-— 230C

LN : . . -~
NN N, : ‘~ : : .., : N I
SRR - alels T 1159 : Lot : e, ;
AAAAAAAAAAAAAAAAAAAAAAAAAAAA ~,.,‘__,.,-n-.-.-......t..lnl\-.-.._..“:“.n--;_,_, 0, -.-~.--v.---';:I---.--»-_-T-'r“h’*.‘ol-l--»n~o—~~~v~‘-v---”‘-l‘-_A-‘»-~~»-------“

IlllillllillllilIIIillllilllliIlllillllillllillll

lllllllllllllllllllllllIlIlIIIllllllllllllll

o

5 10 15 20 25 30 35 40 45
Roughness (Z- Level) (nm)

50



lllllllll[ lllllllllllllllllllllllllllll'lllllllllllll

i -

X U R, i
E EEEE

e cC CccCc C -
¥ 6 x g A

T T C OO~ R —

= = I -

= w I -

o [ ] -

L [1+] — S~ -
o LEe

I-lll lllllllll‘IIllllIIII.llllllIllilllllllllillllllIll.lll-l
o o o o o o
o o 0] o < A
™~

(%) onrey Buueag

12 14 16 18 20

10
Roughness (Z-Level) (nm)



Bearing Ratio (%)

100

80

60

40

20

IlIll1]]1|llllllllllllIlllllllIIIlllllllIllllIllIllll

.........................................................................................................................................................................

-------------------

3 Oxygen Effect

5 E . f (a) Base Pressure

SRRSO IO . YRR O SSRUIUURUNINS YOS IO URPIPRROT SNRROPROON (b) 5e-5mbar
Lo : : \ (c) =——= 1e-4mbar

'i : (d) 3e-4mbar

N . (e) = —— 6e-4mbar)

“-‘. 1 ® 8e-4mbar

’:' . N . . ‘u

o . . : ‘o :

, . o e | | ~d,
e — I 11 7T e L S S e bl Lo LU TY Y AT

- iy

llllllllllIIlIlIlllllllllllllllllllllllllllllllllllllllll

5 10 15 20 25 30 35
Roughness (Z-level) (nm)



1600

1400
1200
2 1000
=
=1
£ 800
<C
(]
>
= 600
D
o
400
200
0

Trrrrery

XRD-Analysis for the Films deposited under different Rates -
& Oxygen pressures but at same Substrate Temperature (@ T=162°C)

lllllllllllllllllllllllllllllllllllIlll'lllllllll‘llllllllllIllllllllllllllllll

7

.

(;1)' R= 4nr;1/s 0, -5)210'5mbar ]

(EJ) R= 06nm/s O 1x10 mbar ;

(é:) R= 08nm/s 0, -.1x10 mbar é

.\ & (é) R=1.0nm/s, O,=1x10"*mbar
/./\/ ¥ \@\9\ i (e): R= 1.2nm/s, O.,=1x10"*mbar :

\\ e PEAN P R
WYV AT AN &
Af\n/\',\;‘,.“ (a) » » R é

A \/\AAA.
: WA AV OANARA W
: \'\“"'\"‘W%W
: g\""‘v‘v\/"wmr\. N
allllllllllllllllll LAt ilritrindien il nitiitiileg ||llIIllllllllllllllllljlllll lllllllllillllllll

w
o

35 40 45 50 55 60

20 — »

65 70

75

80



Relative Amplitude—

X-Ray Diffraction Analysis

llllllllllllllllIlllllllllIllllllllllllllllll

- MCF @ T=Ambient
(Amorphous Structure)

IIIIIIIIllllllllllllllIllllIlbllllllllllllllll

MCF @ T=237°C
(Amorphous Structure)

llllllIj‘llllllllll'llllllll|Illll

-'Illllllllllllll-lII'lllljllIllll-lllllllllllllIllll-l

Blank Substrate

[lll'llllllllll

lllllllllllIllllIlIIllIlllllIIIIIlIIllllllllI

16 24 32 40 48 56 64 72 80
20 —»

oo



1eQ winads 661-2661 ‘Ol oYl WOl | 4 wnioadS  00'SE =8iBUE Jjo-aNeL A 00'GPL :UOINOSaY J01B1aQ
00'0} =[3UUBYD/A®  00°00) :BWIL BAIT  0G°0 fUBMND 000 ‘AN SHIHLINS/NOLSOD :iskleuy

OL# I1dNVS

ASIA SSYID M9 NO W4 3AIXO-HZIV/ON

A
00°2 00°9 00°S 00t 00t 00°¢C 00'1L 00°0
bl._ | | | 1 1 | @
Bye)
- 626
,Tmz %y o
-
-1 6581
. - 88.¢
10727
, - 81.¢
eS| 4

I I I 1 1 ! 1 Lyov



8x10™

6x10

3x10*

1x10*

Oo Pressure (mbar)

5x10°

SR

8x10°®

o)
0
—

LRI l LIS [ LRI [ LERLIRI ] LSRERLIL l LI

T O © o o
© @ N N~ «

- -~— > — -~

X8pu| aAloRIjeY Ues|y

ll T1 rll LI Ill III TTT I[[l ll]l TT7T

O 1 O 1w O W 9
m a0 & N 1B o o

- ~ - O ©o o o
uonisodwos pazijewIoN



1.88

I
s
L
I
&
l
|
llTr'l]ll]llll[lT‘[TIll llllIlIllI]IlllllllIll]l
O < Al o Yol o un o el o
« @ @ ® o < K~ v o Q<
-— -~ ~- - - -— o (@] o o

Xapu| 8AnoRleY UBS\

uoljisodwo) pazijew.loN

1.2

0.8 1.0

Rate of Deposition (nm/s)

0.6



—
o
....... o
[
=
- ©
o~
—_
O
8\_/
- O
—
=
et
©
_
8
LS =
T o
l._
(Ve
L N
~—
i
™
rIIIlllIIIITIIIIIII'TIIIII TIIIIIIIIIIIITIIlIII]III
Q0 < o o QA o 0] o) o n o 0 o
® © ®© N N © o < M~ B o <
~ ™~ - - - ™ - ~- (& o o o

Xapu| 8AloRI8Y UBSN uonisodwo) pazijewioN



(wu) Yyibusjonepy

06 006 0S8 oow omh 00L 0S89 009 0SS 005 0S¥ 00F 0Se

o rrri

[\

---—---

[

LA i

| |

L1 1L 1

J

1y U] painseapy
WnNoeA Ul paInseajy

(@)
X(:))

Ydeihojeubey J0J03, JE[0S 10} JoYI] IHIB[BI/ e

lLlIlllll

11 1.1

ol

St

0¢

Ge

0¢

Ge

0)7%

%1%

0§

aoue}lwsuel |



069

099

(wu) yibusjoaepn

0€9

009

049

0)74°,

0LS

08¥

LR L

-

LI L)

T

\

llllllLlllllll

WwnNoBA Ul painsesiy
Iy Ut painsesiy

Ol

Sl

0¢

G¢

0¢

Ge

0]%

14

0§

aoueliwuwsuel |



